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ABSTRACT

Artificial Photosynthesis (AP) focuses on finding a way to harness solar energy to
generate a chemical fuel. TiO2 semiconductors are of interest to AP research due
to its relatively low cost and widespread use as an efficient charge-separating
support. This research focuses on the development of a device for photocatalytic
hydrogen generation. Our approach utilizes the immobilization of iron polypyridyl

catalysts and ruthenium chromophores on TiO2 through stable phosphonic acid
anchoring groups.
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Chapter 1 Introduction

The Global Energy Crisis
With global industrialization and rapid population growth, the world has seen a
dramatic increase in energy demands over the past few decades. Between 1973
and 2013, global energy consumption has grown from 15.1 TW to 30.0 TW.1
According to the International Energy Agency’s projection of global energy
trends, energy demand will increase by at least 33% before 2040, driven mainly
by the energy needs of emerging markets such as China and India.® In order to
meet the growing scale of annual consumption, a transformed energy system
including more renewable sources would be ideal. However, since the Industrial
Revolution, the primary energy sources have always been non-renewable fossil
fuels such as oil, natural gas, and coal. While the role of renewable energy has
increased significantly, fossil fuels still account for 81.4% of the global energy
consumption in 2013, and it will continue to provide the majority of the energy
shares for the foreseeable future.!: °-10

The global reliance on fossil fuels raises the question of sustainability.
Although fossil fuel resources are abundant in many regions of the world, most of
them are not classified as reserves.!! The distinction is important because only
the proven reserves can be extracted with available technologies and be brought
to the market. The estimated years of reserves left, based on current
consumption levels, is in the range of 40 to 45 years for oil, 60 to 65 years for
natural gas, and 230 years for coal.**"*? As the techniques for extracting fossil

fuels develop, more resources can be converted into reserves, and these periods



will most likely be extended. However, the yearly increase of deep mining and oll
drilling has brought along with it the potential danger to the environment. For
example, on April 20, 2010, the Deepwater Horizon drilling rig in the Gulf of
Mexico exploded, injecting 2,900,000 L of oil near the seafloor.®* The accident
not only took the lives of 11 workers, but also caused disastrous impact on the
environment. Since the oil was spilled in deep water, the water-soluble petroleum
compounds will spend a significant residence time in the water with no
opportunity to volatilize to the atmosphere.'* The spill led to the immediate
deaths of countless marine animals and vegetation, and a long-term
environmental collapse on a massive scale.'®

Despite the limited proven reservoirs and the safety issues coming along
with deep exploitation, fossil fuels are sufficient in quantities to meet the
increasing global energy demands for the next hundreds of years.'? The problem
for the immediate future is not exhaustion of fossil fuels, but the consequences of
its combustion.® Indeed, the combustion of fossil fuels during energy production
has led to serious environmental problems such as air pollution and global
warming, which are currently major threats to both public health and the
ecosystem.t’

Fossil fuels usually contain nitrogen and sulfur impurities. During
combustion, these compounds are converted to corrosive and toxic
nitrogen/sulfur oxides, which can form acid rain when dissolved in rain water. In
addition, particulate matters (PM) can also be emitted when fossil fuels are burnt.

These particle complexes contain microscopic solids and liquid droplets that can



get into lungs and cause serious diseases such as respiratory illness,
cardiovascular diseases and cancer.'® The accumulating evidence has made it
hard to dismiss the effects of air pollution on the public health. According to the
World Health Organization (WHO), indoor and outdoor air pollution is the sixth-
leading cause of death, contributing each year to approximately 800,000 deaths
and 4.6 million lost lives worldwide.® The resulting increase in hospitalizations,
work-day lost, and school-days lost also has a great impact on economy and
social stability.*®

Combustion of fossil fuels also leads to the risk of global warming. COz2
comprises 90% of energy-related emission.?° It has the ability to absorb infrared
radiation emitted by the earth and re-radiate it back, which is known as the
greenhouse effect. As the atmospheric concentrations of COz increases, the

greenhouse effect intensifies and ultimately leads to global warming.'”:?! CO2 is
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Figure 1.1. Projected global transformation of energy systems until 2050/2100.2



very stable in the atmosphere causing a long-lasting warming effect. Compare
with 1990, global CO2 emission increased by over 50%, at an accelerating
annual rate of 2.3%.2° Correspondingly, the average temperature of the earth has
increased 1.4°F since 1880.22 Anticipated effects of global warming include, but
are not limited to, heat stress, frequent extreme weather, increasing ocean
acidity, rising sea levels, and melting of glaciers, all of which can severely
damage the ecosystem.!®

Since air pollution and global warming are primarily the consequences of
fossil fuel combustion, they can only be addressed with large scale changes of
the energy sectors to clean, renewable sources.'8 Figure 1.1 illustrates the
projection of German Advisory Council on Global Change (WBGU) on the global
energy transformation path until 2050/2100.2 In the next 100 years, the major
trends of the exemplary path are significant reduction in the use of fossil fuels,
and substantial expansion of renewable energy sources, including geothermal,
solar, wind, biomass and hydroelectricity. Notably, solar power will most likely
become the primary energy source in the future due to the enormous amount of
energy available to us from solar radiation. With 1.2x10° TW of solar energy
striking the surface of the earth in a year, it can easily meet the 30 TW annual
consumption if we are able to capture it.>® Active solar techniques, such as solar
photovoltaics (PVs), concentrated solar power and solar thermal collectors, are
able to convert solar radiation into direct current electricity. However, they cannot

store the energy for later use. Among all the proposed methods of harnessing



solar energy, an especially attractive approach is to store it in the form of

chemical bonds as occurs in natural photosynthesis.1®

From Natural Photosynthesis to Artificial Photosynthesis

The energy capturing reaction of photosynthesis plays a crucial role in converting
solar energy into chemical energy, which fuels green plants with carbohydrates,
and ultimately sustains all life on earth. Through photosynthesis in green plants
and photosynthetic bacteria, CO2 and water are consumed to produce Oz and
carbohydrates via a series of photochemical reactions and dark catalytic
reactions (Calvin Cycle).> 7 There are two related photosystems in
photosynthesis (Figure 1.2): Photosystem | (PSI) and Photosystem Il (PSII).3 7
Upon solar irradiation, the light energy is absorbed by chlorophyll and other
pigments in PSI. The captured energy is transferred efficiently to the PSI reaction
center to induce a charge-separated state, which drives the reduction of a series
of electron acceptors, such as, phylloquinone and ferredoxin, ultimately reducing
the cofactor NADP* (nicotinamide adenine dinucleotide phosphate) to NADPH
(biological hydrogen).3 7 16 By utilizing NADPH as both the electron source and
the proton source, CO:z is transformed into carbohydrates in the Calvin Cycle.

The reduction of the cofactor results in an oxidized PSI, which is regenerated by

PSI*— e-
© NADP*
= PSII*~e- Ferredoxi(
[+]
@ N NADPH
- e-
E \ - \
5 W- 'V
L|1
G| /202 H0 Vi
% C M
o | LaNNgUs-g- PSI
i B
PSII

Figure 1.2. A simplified Z-scheme of the light reactions of photosynthesis.”



photo-induced electron transfer from PSII. The oxidized PSII drives the water
splitting reaction to produce Oz, catalyzed by a CaMnsQs cluster.® 7

Inspired by nature, the high specific energy carrier Hz, a renewable carbon-
free fuel, can be produced from sunlight and water by using principles adopted
from the NADPH production process.?* Similar to photosynthesis, Atrtificial
Photosynthesis (AP) is essentially a photochemical water splitting process that
can be divided into two half reactions (Scheme 1.1): the reduction of water to H,

and the oxidation of water to O2. In an AP system, a light absorber absorbs a

4H"+4e ——> 2H, E =-0.658 V vs. SCE
2H,0 —= O,+4H"+4¢e" E =0.571V vs. SCE

2H,0 —> 0,+2H, E=-123V

Scheme 1.1. The redox potentials of the two half reactions of
water splitting at pH 7 vs. SCE.3

photon to induce a charge-separated state. The excited electron is stabilized by
an electron relay or a pathway that proceeds favorably in one direction to drive
the Hz-forming cathodic process.” To complete the redox cycle of water splitting,
electrons are extracted from water itself in a four-electron process to release
02.%* According to the redox potentials of the two half reactions (Scheme 1.1),
electrochemical water splitting requires a potential difference greater than 1.23 V
between the electrodes, which corresponds to the energy of light with a
wavelength of approximately 1000 nm.2 Therefore, if the energy of light is used
efficiently, photochemical decomposition of water with visible light is theoretically

possible.?®



Photocatalysis of Overall Water Splitting on Semiconductor Surfaces
Semiconductors are attractive candidates for heterogeneous photocatalysis of
water splitting because they can undergo band-gap photoexcitation, generating a
charge-separated state. A semiconductor consists of a conduction band (CB)
and a valence band (VB). The region from the top of VB to the bottom of CB is
called the band gap. In the resting state of a semiconductor, both electrons and
holes are in VB. Upon photoexcitation, if the photons have energy equal or larger
than the band gap energy level, the electrons will be promoted to CB, leaving a
photo-generated hole in VB. Unlike the continuous electronic states of a
conductor, the band gap in a semiconductor is a void energy region where no
energy levels are allowed for electron/hole recombination.?® Therefore, once the
photoexcitation occurs, some of the electron-hole pairs have sufficient lifetime to
migrate to the surface of the semiconductor without recombination.?” These
electrons and holes can reduce or oxidize the absorbed reactants on the

semiconductor respectively.

Ece =-0.84=
—-0.66 /.z H'+2e 2 H:

I

= 0.57 F2H0 2 0:+4H ' +4¢e

Egap = 3.2 eV

-

E vs. SCE TiO; Redox Couples

Eve = 2.391

Figure 1.3. Energy levels of TiO, and the redox potentials of water splitting half
reactions.*



The ability of semiconductor to transfer photo-induced electrons/holes to
the absorbed reactant depends on the CB and VB energy positions and the
redox potential of the reactant.?6 Photocatalysis of water splitting on
semiconductor can be energetically favorable if the CB level is more negative
than the proton reduction potential, and the VB level is more positive than the
water oxidation potential (Figure 1.3).* Among all types of semiconductors that
meet the above criteria, TiO2 semiconductors are of special interest to water
splitting research due to their relatively low cost, stability, and widespread use as
an efficient charge-separation carrier.?®

In 1972, Fujishima and Honda reported the first example of photocatalytic
water splitting on a TiO2 electrode.?® In the Fujishima-Honda Cell, a TiO2
electrode is connected to a Pt electrode through an external circuit. When the
surface of the TiOz electrode is irradiated by light with a wavelength shorter than
415 nm, water is oxidized to O2 at the TiO2 electrode, and protons are reduced to
H: at the Pt electrode with the application of a small external voltage (> 0.25 V).?°
The Fujishima-Honda cell established TiO2 as the most promising heterogeneous
photocatalyst for overall water splitting. However, the following issues greatly
compromise the quantum yield of the system: (1) Fast photo-generated
electron/hole pairs recombination: most of the photo-generated electrons and
holes recombine radiatively or non-radiatively before participating in redox
reactions. A small bias voltage is necessary to assist efficient water splitting; (2)
inability to utilize visible light: the band gap of TiOz is 3.2 eV, which means the

system only works under UV illumination. Since UV light only accounts for 4% of



the solar radiation, the efficiency of the water splitting is limited; (3) high
overpotential for H2 and O2 evolution: the water splitting reaction has a large
activation barrier. Therefore, only a small amount of electron/hole pairs
generated by photoexcitation have sufficient energy to drive the reaction, which
is detrimental to the rate of photocatalysis.3°

In order to overcome the above limitations of TiO2 semiconductor as a
photocatalyst for water splitting, extensive research has been performed on
modifying the surface of TiO2.%6 Dye-sensitization of TiO2 can significantly
enhance the visible light response; co-attachment of H2/O2 production catalyst
can lower the activation barrier to promote the photocatalytic efficiency.?” To
date, several examples have been reported illustrating surface sensitization of
TiO2 with dye molecules and/or electrocatalysts as effective techniques to

improve the activity of the TiO2-based water splitting system.8: 1024

Modification of TiO2 Semiconductor

In 2008, Mallouk and coworkers reported a dye-sensitized TiO2-based
photoelectrochemical cell for photocatalytic overall water splitting.® The system
employed a Ru(lll) tris(bipyridine) derivative as both a stabilizer for the water
oxidation catalyst IrO2-nH20 and a photosensitizer (Figure 1.4). The dye-
IrO2-nH20 colloid was absorbed onto a TiO2 electrode through its phosphonic
acid anchors. The modified TiOz2 electrode is connected with a Pt electrode
through an external circuit. Upon irradiation with visible light, electron injection is
observed from the Ru dye into the CB of TiO2. The electron ultimately reduces

water into hydrogen on the surface of the Pt electrode. Accordingly, electron



transfers from IrO2-nH20 to the oxidized Ru dye and generates a hole on

IrO2-nH20, which is scavenged by water oxidation.

bias voltage

Dye- 71 = H,O

sensitized iy o Tio, H =
TiO, film O‘\ 2
/ Op_~ N e
0 Y \ N
(1 \.IN._BUBN 1‘0\ GHzo
| \ N "Nl-.;.‘»“o 02
® LS 00 o0
L \ TiO, " L

Figure 1.4. Schematic of the water splitting dye sensitized solar cell.®

This dye-sensitized solar cell successfully extends the TiO:2 light
absorbance range from UV to visible region. However, the internal quantum yield
is only ~0.9% due to the competition between electron transfer from IrO2-nH20 to
the oxidized dye, and the back electron transfer from TiO2 to the dye.3! The
incorporation of Pt and IrO2 catalysts for Hz2 and O2 evolution is another main
drawback of the system since these are non-sustainable noble metals. It has
been widely acknowledged that replacing the noble metal catalysts with earth
abundant metal complexes for both half reactions is the key challenge towards
large scale AP applications.

In order to rapidly screen suitable catalysts for Hz2 and O2 evolution, a
sacrificial electron donor (e.g. ascorbic acid, TEA, TEOA) or acceptor (e.g.
persulfate) is often coupled to an AP system. These sacrificial compounds can
undergo irreversible decomposition upon oxidation or reduction to remove the
complication of back electron transfer.” Sacrificial species are extremely useful in
mechanistic studies of molecular catalysts because they allow one to investigate

light-driven half reactions (water oxidation or reduction) in isolation.3! For

10



example, in reductive water splitting, reduction of photoexcited Ru(lll)
tris(bipyridine) photosensitizer by TEOA allows continuous electron injection into
the CB of TiO2 with a well-defined potential, which is beneficial for the kinetic
studies of hydrogen evolution by different catalysts.3?

A good molecular catalyst for water splitting should meet the following
requirements: (1) utilize first-row, earth-abundant metals such as Fe, Co, Ni and
Mo; (2) be stable in agueous solution without undergoing ligand exchange in the
active intermediate states; (3) exhibit high turnover frequency (TOF) and low
overpotential. Developing a TiO2-based system with a suitable catalyst for water
oxidation is more challenging, because this half reaction is a four-electron
process coupled with dioxygen bond formation and reducing equivalent
generation.'® However, an active and robust system for water reduction with the
minimal overpotential displayed by Pt has not been developed for practical AP
applications up to this point.” 19 Therefore, research has been focusing on the
development of molecular catalysts for reductive water splitting. Different series
of Fe, Ni and Co complexes have been demonstrated as active electrocatalysts
for proton reduction. Some of them have been incorporated into TiO2-based
systems for photocatalytic hydrogen evolution.? In the following section,
photocatalytic hydrogen evolution by hydrogenase and cobaloxime on dye-

sensitized TiO2 are discussed in detail.
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Photocatalytic H2 Evolution by Hydrogenases on Dye-Sensitized TiO2
Nanoparticles
Hydrogenases are Fe/Ni-containing microbial enzymes that catalyze the
reversible interconversion of H2 and 2H*/2e" close to the thermodynamic potential
with high TOFs.'® These enzymes are generally classified into [NiFe]-, [FeFe]-,
and [Fe]-hydrogenases based on the metal composition of their active sites.3?
Previous research has shown that hydrogenases are as electrocatalytically active
for hydrogen evolution and uptake as Pt nanoparticles are, which makes them
promising biological alternatives in AP system.®* However, since hydrogenases
first evolved in anaerobic bacteria, their unsaturated metal sites at the active
centers are very sensitive to the presence of oxygen. Oz molecules are potential
competitors for Hz2 binding sites because both Oz and Hz act as 1r-back-donating
ligands. Once a O2 molecule binds to the active site, it can further react as an
oxidant, and irreversibly deactivate the hydrogenases.3? This limits the
application of hydrogenases in AP systems since the O2 generated during water
splitting can potentially deactivate their catalytic activities.33

In 2009, Armstrong and coworkers reported a [NiFeSe]-hydrogenase

isolated from Desulfomicrobium baculatum that contains a terminal

N
TEOUOA .‘;,:, sunlight HY  1H,

4 ol L
S o high TOF
P 7 O, tolerance
4 #0) ~ no H inhibition

-—2»fast intraprotein ET

Ny
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\_/
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Figure 1.5. Left: Schematic of hydrogen evolution in a TiOz-based photocatalytic
system. The TiO, nanoparticle is sensitized with a [NiFeSe]-hydrogenase and RuP.8
Right: The active site of [NiFeSe]-hydrogenase.®
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selenocysteine coordinated to Ni at the [NiFe]-active site.® This subclass of
[NiFe]-hydrogenases is not only more active for Hz evolution, but also
electrocatalytically more stable to Oz than normal [NiFe]-hydrogenases are.® This
observation led to the assembling of a solar hydrogen production system
consisting of direct adsorption of [NiFeSe]-hydrogenase via [4Fe4S]-cluster to
TiO2 nanoparticles sensitized with [Ru(bpy)2(dpbpy)]Br2 (RuP) (Figure 1.5).1° The
fully assembled particles were irradiated in pH 7 TEOA buffer solution at 20 °C
under anaerobic conditions. The system showed an initial TOF of 20 s, and it
decreased overtime due to photo instability of the system. After 8 h, the system
achieved a turnover number (TON) of 1.9 x 10°, which corresponds to an
accumulation of 4.6% Hz in the reaction atmosphere.®

Armstrong and coworkers successfully demonstrated the suitability of
using hydrogenases in a TiO2-based photocatalytic system. However, the system
has proved to be impractical in terms of the levels of activity and robustness for
real development of a AP system. The protein environment that functions to tune
the catalytic activity of the hydrogenase is unstable. The [NiFeSe]-hydrogenase
can lose 20% of its catalytic activity within 48 h even under anaerobic
conditions.? 16 Although [NiFeSe]-hydrogenase remains somewhat
electrocatalytically active after exposure to air, irradiation of the fully assembled
particles in air resulted in their instantaneous and complete deactivation within
only 2 min.1° The difficulties in microorganism cultivation and hydrogenase

isolation are other important obstacles toward a large scale application.®
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Despite the difficulties of using hydrogenases directly in hydrogen
generation, it is still valuable to study the structures of their active sites and the
electrocatalysis mechanisms. The remarkable catalytic activities of hydrogenases
and their utilization of Fe/Ni in the active sites make them great models for
developing synthetic molecular catalysts for hydrogen generation with earth
abundant metals. In fact, considerable progress has been made with regard to
this challenge and several functional catalysts containing Ni, Co or Fe have been
reported.'® These artificial hydrogenases are not only catalytically active for
hydrogen evolution, but also more robust than natural hydrogenases.’” Great
efforts have been made to incorporate these catalysts into a dye-sensitized TiO2

system for photocatalytic hydrogen generation.

Photocatalytic H2 Evolution by a Cobaloxime on Dye-Sensitized TiO2
Nanoparticles

Bis(dimethylglyoximate)cobalt complexes (cobaloximes) have long been studied
as a model compound of Vitamin Bi12 active site.” In 1983, Lehn and coworkers
reported one of the earliest examples using a cobaloxime-based catalyst for
water reduction.® 2 Their discovery sparked interest in using cobaloximes to
catalyze hydrogen evolution. Among cobaloximes that have been investigated as
electrocatalysts for proton reduction, [Co"'(dmgH)2pyClI] (Fig. 6) is able to reduce
protons in DMF at moderate potential (-0.94 V/SCE) with only 30 mV of
overpotential.3® Bulk electrolysis on a graphite electrode at -0.94 V/SCE vyielded

over 100 TONs in 2.5 h without degradation of the catalyst. The high efficiency
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and robustness of [Co"'(dmgH)2pyCl] makes it a possible alternative for
hydrogenases for the reductive side of AP.

While electrochemical study provides promising overpotential and catalytic
activity of the Co complex, it does not guarantee hydrogen evolution from
agueous environment in photochemical studies, where the potential at which the
reducing electron is supplied to the Co complex is determined by the excited
state of the photosensitizer and the sacrificial electron donor.” Based on the
success found on the electrochemistry of [Co"(dmgH)2pyClI], Eisenberg and
coworkers investigated a homogeneous photocatalytic H2 production from water
incorporating the Co catalyst (Figure 1.6).°> The system contains Eosin Y as the
photosensitizer, [Co"'(dmgH2)pyCl], and triethanolamine (TEOA) as the sacrificial
electron donor in 1:1 MeCN/H20 solution at pH 7. Upon irradiation with visible
light, 360 TONs were obtained in this system with a quantum yield of 4% in 5 h.
Further studies revealed that the presence of excess dmgH: ligand extended the
durability of the system to 12 h with over 900 TONs obtained. This improvement
of system lifetime with excess dmgH: ligand suggests that ligand exchange is
occurring during photocatalytic H2 generation. After 12 h, the system stops
generating hydrogen due to photo bleaching of the photosensitizer. The photo

bleaching is most likely caused by the decomposition of catalyst at the ligand.
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Figure 1.6. Schematic of hydrogen evolution from water in a noble-metal-free
homogeneous system containing Eosin Y, [Co"(dmgH2)pyCl], and TEOA.®
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Figure 1.7. Schematic of hydrogen evolution from a RuP/CoP co-sensitized TiO>
nanoparticle with TEOA as the sacrificial electron donor.®

A heterogeneous photochemical system based on TiO2 was described
shortly thereafter by Reisner and coworkers using RuP as the photosensitizer,
[Co"(dmgH)2pyridyl-4-hydrophosphonate)Cl], CoP, as the catalyst, and TEOA
as the sacrificial electron donor.?* Both the RuP and the CoP are immobilized on
the surface of TiOz2 via their phophonate groups (Figure 1.7). Upon irradiation
with visible light in water at pH 7, the RuP absorbs a photon and injects an
electron into the CB of TiO2, from which the electron can migrate to the CoP and
reduce H20 to H2. Initially, the system produces a low TOF of 0.005 s. The
activity of the system starts decreasing after 2 h, and ceased after 8 h, resulting
in 53 TONs with a quantum yield of only 1%. The poor durability of the system is
probably due to ligand exchange observed in the homogeneous photocatalytic
system.’

The RuP/CoP —TiO2 system demonstrates that a first-row transition metal
complex can replace Pt and hydrogenases to catalyze the hydrogen evolution
from pH neutral water on TiOz2. Kinetic studies show that photoexcitation can
generate a very long-lived CB electron, and the charge-recombination with the
oxidized RuP is much slower than electron uptake by the CoP, which makes a

high internal electron-transfer efficiency.3” Although the TOF of the CoP is low
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compared to that of [NiFeSe]-hydrogenase, the investigation of
[Co"(dmgH2)pyCl] as an electrocatalyst in both homogeneous and
heterogeneous systems provide a solid basis for future research on inexpensive

synthetic Hz evolution catalysts in a TiO2-based AP system.

H2 Evolution Catalyzed by an Iron Polypyridyl Complex

While several Ni and Co complexes have been reported to catalyze the
generation of hydrogen effectively in photocatalytic systems, the utilization of Fe
is of more interest because it is the most abundant transition metal on earth. In
2014, we reported an iron polypyridyl complex, [FeClz(L)], that was one of the
most active iron electrocatalyst for proton reduction.®® The structure of [FeCl2(L)]
is inspired by the active site of [Fe]-hydrogenase. A tetradentate monophenolate
ligand is bound to iron to improve the stability of the complex (Figure 1.8). A
catalytic event occurs at -1.17 V vs SCE with a 660 mV overpotential and a TOF
of 1000 s in CH3CN. Since the goal is to develop a catalyst for hydrogen
evolution from water in an AP system, [FeClz(L)] should ideally be able to reduce
protons in aqueous environment. Interestingly, [FeClz(L)] is more active in the
presence of water, giving an impressive TOF of 3000 s with an overpotential of
800 mV in 1:1 CH3CN/H20. The catalytic activity of [FeCl2(L)] was also
investigated in citrate-buffered systems, showing a catalytic reduction wave in pH
3-5. These results further confirmed that [FeCl2(L)] is stable and active in pure

aqueous environment.
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Figure 1.8. Schematic of hydrogen evolution of a homogeneous system containing
[FeClz(L)].

Based on the success found on the electrochemical studies, we
investigated photocatalytic hydrogen evolution from in a homogeneous aqueous
solution system incorporating [FeClz(L)] (Figure 1.8). The system contained
fluorescein as the photosensitizer, [FeCl2(L)] as the hydrogen evolution catalyst,
and triethylamine (TEA) as the sacrificial electron donor in 1:1 EtOH/H20. Upon
irradiation with visible light at pH 12.5, 2100 TONs were obtained in 24 h with a
quantum yield of 3.1%. Interestingly, there was only a small decrease in the rate
of hydrogen evolution over the period of 24 h. Further investigation shows that
addition of fluorescein to the system can effectively recover the evolution rate.
These results suggest that the decrease in hydrogen evolution rate is most likely
caused by photo bleaching. [FeCl2z(L)] is both highly active and stable for

photocatalytic proton reduction in aqueous solution.
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The work presented in this thesis aims at attaching [FeCl2(L)] to a dye-
sensitized TiO2 nanoparticle for visible light driven hydrogen evolution. The
system incorporates RuP as the photosensitizer and a sacrificial electron donor
as shown in previous similar studies (Figure 1.9). The goal of this research is to
first immobilize [FeClz(L)] on TiOz2 through a stable anchoring group and then

assemble the heterogeneous system for photocatalytic hydrogen evolution.
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Figure 1.9. A proposed TiO.-based photocatalytic hydrogen generation system
containing [FeCl2(L)].
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Chapter 2 Immobilization of the Iron Polypyridyl Complex on TiO2

Semiconductor

Introduction

For photocatalytic hydrogen evolution on TiO2 semiconductors, the TiO2
nanoparticles are usually functionalized with photosensitizers and proton
reduction catalysts to allow for visible light absorption and efficient hydrogen
evolution.! The photosensitizers and catalysts must be covalently attached to the
surface of TiO2 to achieve electronic coupling with TiO2 for photoinduced
interfacial electron transfer (IET).2 In order to develop practical and durable
artificial photosynthesis (AP) systems, the linkages bound to TiO2 must provide a
robust attachment under various conditions. Currently, suitable molecular
anchors are limited to a small number of functional groups, which include
carboxylic acid,* phosphonates,* > hydroxamic acid,*? silanes,® and

acetylacetonates.’

OH OH
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Figure 2.1. Left: TiO, surface binding scheme for carboxylic acid. Right:
TiO; surface binding scheme for phosphonates.?

Carboxylate and phosphonate anchors are the most frequently used
linkages for TiO2 functionalization.® Recent ATR-FTIR studies have revealed
various binding mode between these anchoring groups and the surface of TiO2.%
9 A carboxylate group can coordinate to the TiO2 surface in monodentate or as a

bridging bidentate mode. For a phosphonate group, mono-, bi- and tridentate
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attachments are all possible. The bidentate binding mode has been theoretically
determined to be the most stable configuration (Figure 2.1).2

Although both carboxylic acids and phosphonic acids can covalently
coordinate to TiO2 surface, they exhibit very different properties in IET and
stability. While carboxylic groups allow ultrafast IET between the adsorbates and
TiOz2, the binding is labile in the presence of water especially in acidic pH, limiting
the overall usefulness of this linkage under aqueous conditions.3": 10
Phosphonate groups can form a more robust attachment to the surface of TiOz,
but its weak electronic coupling with TiO2 leads to a slow IET, which decreases
the efficiency of AP systems.3 52 Thus, it remains controversial as to which

anchor is the most appropriate for general use in AP systems.
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Figure 2.2. The iron polypyridyl complexes functionalized with
a carboxylic acid, an amine, or a phosphonic acid group.

The goal of this chapter is to functionalize the parent catalyst [FeCl2(L)]
with anchoring groups while maintaining its catalytic activity for proton reduction.

Due to synthetic feasibility and demonstrated utility in other AP systems, it was of
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interest to incorporate a carboxylate or a phosphonate anchoring group to
[FeClz(L)].

We synthesized an iron complex [FeClz(L-COOH)] with a carboxylic acid
anchoring group to bind to the TiO2 surface (Figure 2.2). We further
demonstrated that [FeCl2(L-COOH)] is catalytically active for proton reduction
using cyclic voltammetry (CV). Additionally, it was shown that the complex can
form a stable attachment to TiO2 in non-aqueous environment. In order to
investigate the stability of the carboxylic acid anchoring group under aqueous
condition, we sensitized TiOz2 thin films with [FeCl2(L-COOH)] and measured the
desorption of the complex from TiO2 surface after exposure to water. Diffuse
reflectance UV/vis spectroscopy indicated that the carboxylic acid binding of
[FeCl2(L-COOH)] to TiO2 was not stable in water.

An iron complex [FeClz(L-NHz)] was also synthesized (Figure 2.2). It bore
a primary amine functional group for coupling to a molecular phosphonate linker.
While the CV results showed that the complex was highly active for proton
reduction, the attempt to couple the complex to the phosphonate linker failed.
Therefore, [FeClz(L-POsH2)] with a phosphonic acid anchoring group was
synthesized (Figure 2.2). UV-vis studies demonstrated that the phosphonic acid
anchoring group on [FeClz(L-POsH2)] can provide more stability when bound to

TiOz2 surface than the carboxylic acid on [FeCl2(L-COOH)].
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Experimental Procedure

Sample preparation and experimental procedures are described below. All
synthesis experiments were performed using standard air-free Schlenk
techniques under Ar atmosphere unless noted otherwise. All reagents not
specifically mentioned were purchased from Acros Organics, Strem Chemicals,
TCL, Alfa Aesar, or Fisher Scientific without further purification. The Degussa
P25 TiO2 nanoparticles are 25 nm in diameter and are 70% anatase and 30%
rutile. *H and 3C spectra were obtained using an Agilent 400MR DD2
spectrometer operating in the pulse Fourier transform mode. Chemical shifts are
reported in ppm with the residual protio solvent as an internal reference. Mass
spectrometry was carried out using positive electrospray ionization on a Bruker
12 Tesla APEX-Qe FTICR-MS with an Apollo Il ion source. Gas Chromatography
Mass Spectrometry was performed on Agilent Technologies 5973N Mass

Selective Detector coupled with Agilent 6890N Network GC System.
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Scheme 2.1

Synthesis of 2-((bis(pyridin-2-ylmethyl)amino)methyl)phenol (1, L)
Compound 1 was synthesized using a modified literature procedure (Scheme
2.1).! To a solution of salicylaldehyde (1.00 mL, 10 mmol) in 50 mL of MeOH, a
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solution of bis(pyridine-2-ylmethyl)amine (1.80 mL, 10 mmol) in 10 mL of MeOH
was added. 3 drops of glacial acetic acid were added followed by the addition of
a solution of sodium cyanoborohydride (0.31 g, 5 mmol) in 5 mL of MeOH. The
resulting solution was allowed to reflux overnight. 1M HCI was added to the
solution until it reached pH 4. The solution was evaporated to near dryness and
dissolved in 60 mL of saturated NaHCOs solution and then extracted with DCM
(3 x 60 mL). Upon removal of the volatiles, the oily residue was purified by
column chromatography on silica gel. Elution with a 10% MeOH in DCM afforded
the separation of a red band containing 2.32 g of 1 (54% yield). *H NMR (CDCls):
8.57 (dq, 2H), 7.63 (td, 2H), 7.35 (d, 2H), 7.17 (m, 3H), 7.07 (dd, 1H), 6.91 (dd,
1H), 6.77 (td, 1H), 3.88 (s, 4H), 3.79 (s, 2H) (Figure Al). 13C NMR (CDCls):
158.22, 157.37, 148.77, 136.81, 129.05, 123.19, 122.87, 122.19, 118.86, 116.51,

59.05, 56.93 (Figure A2).

Synthesis of [FeCl2(L)] (2)

Compound 2 was synthesized using a modified literature procedure (Scheme
2.1).11 To a solution of 1 (21.6 mg, 0.05 mmol) in 5 mL of MeOH, a solution of
FeClz-6H20 (13.5 mg, 0.05 mmol) in 5 mL of MeOH was added. The resulting
mixture was left open to air and was allowed to stir at room temperature under air
for 1 h. The blue solution was filtered through celite and the volatiles were
removed to yield 2 as a blue solid. The product was crystalized by diffusion of

diethyl ether into a concentrated solution of 2 in DCM. HRMS for
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C19H18CIN3OFe*: predicted m/z = 395.048233, observed = 395.048640 (Figure

A3).
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Scheme 2.2

Synthesis of 3-formyl-4-hydroxybenzoic acid (3)

Compound 3 was synthesized according to the procedure reported in the
literature (Scheme 2.2).%? 4-Hydroxybenzoic acid (2.5 g, 36 mmol) and
hexamethylenetetramine (HMTA) (2.5 g, 36 mmol) were stirred in 20 mL of TFA.
The reaction mixture was allowed to reflux overnight. The resulting yellow
solution was diluted with 100 mL of 1M HCI and extracted with diethyl ether (3 x
100 mL). The organic layer was dried with MgSO4 and filtered. The volatiles were
removed to give 1.34 g of 3 (23% yield). *H NMR (CDsCN): 11.35 (br, 1H), 10.02
(d, 1H), 8.40 (dd, 1H), 7.07 (d, 1H) (Figure A4). 13C NMR (CDsCN): 197.42,

165.31, 164.66, 138.80, 137.76, 136.13, 122.02, 120.37 (Figure A5).
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Synthesis of 3-((bis(pyridin-2-ylmethyl)amino)methyl)-4-hydroxybenzoic
acid (4, L-COOH)

Compound 4 was synthesized using a modified literature procedure (Scheme
2.2).11 To a solution of 3 (1.34 g, 8.1 mmol) in 10 mL of MeOH, a solution of
bis(pyridine-2-ylmethyl)amine (1.46 mL, 8.1 mmol) in 4 mL of MeOH was added.
3 drops of glacial acetic acid were added followed by the addition of a degassed
solution of sodium cyanoborohydride (0.25 g, 4.05 mmol) in 4 mL of MeOH. The
resulting solution was allowed to reflux overnight. 1M HCI was added to the
solution until it reached pH 4. The solution was evaporated to near dryness,
dissolved in 50 mL of saturated NaHCOs solution and then extracted with DCM
(3 x 50 mL). 1M HCI was added to the aqueous layer until it reached pH 7. The
agueous layer was extracted again with DCM (3 x 50 mL). The organic layer
from the second extraction was dried with MgSO4 and filtered. The volatiles were
removed to give 0.81 g of 4 (29% vyield). *H NMR (CDClz): 8.59 (m, 2H), 7.95 (dd,
1H), 7.86 (d, 1H), 7.67 (t, 2H), 7.35 (d, 2H), 7.21 (t, 2H), 6.95 (d, 1H), 3.95 (s,
4H), 3.85 (s, 2H) (Figure A6). 13C NMR (CDCls): 170.48, 162.47, 157.95, 148.31,
137.41, 131.89, 123.29, 122.50, 120.74, 116.71, 58.27, 56.76 (Figure A7).
HRMS for C20H19N3OsNa*: predicted m/z = 372.131863, observed = 373.131849

(Figure A8).

Synthesis of [FeCl2(L-COOH)] (5)
Compound 5 was synthesized using a modified literature procedure (Scheme

2.2).11 To a solution of 4 (0.1 mg, 0.29 mmol) in 5 mL of MeOH, triethylamine
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(TEA) (0.08 ml, 0.58 mmol) and a solution of FeCls-6H20 (0.08 g, 0.29 mmol) in
5 mL of MeOH were added. The resulting mixture was allowed to stir under room
temperature for 1 h and filtered through celite. The volatiles were removed to
yield 5 as a purple solid. The product was crystalized by diffusion of diethyl ether

into a concentrated solution of 5 in DCM.
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Scheme 2.3

Synthesis of 2-((bis(pyridin-2-ylmethyl)amino)methyl)-4-nitrophenol (6)
Compound 6 was synthesized according to the procedure reported in the
literature (Scheme 2.3).2 To a solution of 2-hydroxy-5-nitrobenzaldehyde (0.50
g, 3 mmol) in 50 mL of MeOH and a solution of bis(pyridine-2-ylmethyl)amine
(0.54 mL, 3 mmol) in 5 mL of MeOH was added. 3 drops of glacial acetic acid
were added followed by the addition of a degassed solution of sodium
cyanoborohydride (0.18 g, 3 mmol) in 5 mL of MeOH. The resulting solution was

allowed to reflux overnight. 1M HCI was added to the solution until it reached pH

30



4. The solution was evaporated to near dryness, dissolved in 25 mL of saturated
NaHCOs solution and then extracted with DCM (3 x 50 mL). The organic layer
was dried with MgSOa4 and filtered. Upon removal of the volatiles, the oily residue
was purified by column chromatography on silica gel. Elution with a 10% MeOH
in DCM afforded the separation of a red band containing 0.83 g of 6 (79% yield).
1H NMR (CDCls): 8.57 (d, 2H), 8.11 (d, 1H), 8.04 (2, 1H), 7.65 (t, 2H), 7.29 (d,
2H), 7.19 (t, 2H), 6.96 (d, 1H), 3.92 (s, 4H), 3.85 (s, 2H). (Figure A9). 13C NMR
(CDCls): 164.27, 157.74, 148.69, 139.66, 137.06, 126.54, 125.61, 123.52,
123.06, 122.41, 117.14, 58.67, 56.10. (Figure A10). HRMS for C1gH1sN4OsH"*:

predicted m/z = 351.15, observed = 351.1.

Synthesis of 4-amino-2-((bis(pyridin-2-ylmethyl)amino)methyl)phenol (7, L-
NH2)

Compound 7 was synthesized using a modified literature procedure (Scheme
2.3).1% To a solution of 6 (0.83g, 2.37 mmol) in 200 mL of EtOH, palladium on
activated carbon (10% Pd) (150 mg) was added. The reaction vessel was filled
with hydrogen gas. The resulting mixture was allowed to stir at room temperature
overnight. The light brown solution was filtered through celite and the volatiles
were removed to give 0.72 g of 7 (95% yield). *H NMR (CDClz): 8.56 (m, 2H),
7.63 (dt, 2H), 7.34 (d, 2H), 7.15 (m, 2H), 6.74 (d, 1H), 6.57 (dd, 1H), 6.48 (d, 1H),

3.85 (s, 4H), 3.71 (s, 2H) (Figure Al11l).
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Synthesis of [FeClz(L-NH2)] (8)

Compound 8 was synthesized using a modified literature procedure (Scheme
2.3).11 To a solution of 7 (0.1 mg, 0.29 mmol) in 5 mL of MeOH, TEA (0.08 ml,
0.58 mmol) and a solution of FeCls-6H20 (0.08 g, 0.29 mmol) in 5 mL of MeOH
were added. The resulting mixture was allowed to stir under room temperature
for 1 h and filtered through celite. The volatiles were removed to yield 8 as a dark
green solid. The product was crystalized by diffusion of diethyl ether in to a
concentrated solution of 8 in DCM. HRMS for C19H19N4OCl2FeNa*: predicted m/z

= 468.017755, observed = 468.022828 (Figure A12).
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Scheme 2.4

Synthesis of ethyl 4-(diethoxyphosphoryl)benzoate (9)

Compound 9 was synthesized according to the procedure reported in the
literature (Scheme 2.4).%°> To a mixture of Pd(OAc)2 (45 mg, 0.2 mmol) and
triphenylphosphine (157 mg, 0.6 mmol), a solution containing ethyl 4-
bromobenzoate (2.20 mL, 18 mmol), dicyclohexylmethylamine (3.18 mL, 15
mmol) and diethyl phosphite (1.55 mL, 12 mmol) in 40 mL of EtOH was added.
The resulting solution was allowed to reflux overnight. The yellow solution was
diluted with 300 mL of EtOAc, and washed with 1M HCI, saturated NaHCO3s and

brine sequentially. The organic layer was dried over MgSQOa4 and filtered. Upon
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removal of the volatiles, the oily residue was purified by column chromatography
on silica gel. Elution with a 25% hexane in EtOAc afforded the separation of a
colorless band containing 2.06 g of 9 (38% vyield). *H NMR (CDClI3): 8.13 (m, 2H),

7.90 (M, 2H), 4.41 (dq, 2H), 4.14 (m, 4H), 1.41 (dt, 3H), 1.33 (t, 6H) (Figure A13).

Synthesis of 4-(diethoxyphosphoryl)benzoic acid (10)

Compound 10 was synthesized according to the procedure reported in the
literature (Scheme 2.4).1¢ To a solution of 9 (1.70 g, 5.95 mmol) in 60 mL of
MeOH, a solution of lithium hydroxide monohydrate (0.25 g, 5.95 mmol) in 60 mL
of water was added dropwise. The resulting solution was allowed to stir at room
temperature for 4 h. Upon removal of the volatiles, the colorless oil residue was
diluted with brine and extracted with EtOAc (3 x 80 mL). The organic layer was
dried over MgSOa. The volatiles were removed to give 1.04 g of 10 (56% vyield).
1H NMR (CDCls): 8.12 (m, 2H), 7.89 (m, 2H), 4.14 (m, 4H), 1.33 (t, 6H) (Figure

A14).

B o Pd(PPh3), CI?,OEt
O Jem = oyt
H™ “OEt toluene
HoN reflux HaN
(11)
Scheme 2.5

Synthesis of diethyl (4-aminophenyl)phosphonate (11)
Compound 11 was synthesized according to the procedure reported in the

literature (Scheme 2.5).1” To a mixture of 4-bromoaniline (2.76 g, 16.0 mmol) and
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tetrakis(triphenylphosphite)Pd (0) (0.92 g, 0.8 mmol), a solution containing diethyl
phosphite (2.27 mL, 17.6 mmol) and triethylamine (2.47 mL, 17.6 mmol) in 12 mL
of toluene was added. The resulting solution was allowed to reflux overnight. 10
mL of diethyl ether was added to quench the reaction. Upon removal of the
volatiles, the yellow solid residue was purified by column chromatography on
silica gel. Elution with a 5% MeOH in CHCIs afforded the separation of a
colorless band containing 1.90 g of 11 (52% yield). *H NMR (CDClz): 7.58 (m,
2H), 6.70 (m, 2H), 4.05 (m, 4H), 1.30 (t, 6H) (Figure A15). 3C NMR (CDCls):
150.25 (d, J = 12 Hz), 133.65 (d, J = 44 Hz), 115.82 (d, J = 784 Hz), 114.15 (d, J
= 64 Hz), 61.69 (d, J = 24 Hz), 16.33 (d, J = 40 Hz) (Figure A16). GC-MS for

C20H19N3OsNa*: predicted m/z = 229.09, observed 229.20 (Figure A17).
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Scheme 2.6
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Synthesis of diethyl (4-(3-((bis(pyridin-2-ylmethyl)amino)methyl)-4-
hydroxybenzamido)phenyl)phosphonate (12)

Compound 12 was synthesized using a modified literature procedure (Scheme
2.6).” To a solution of 4 (0.48 g, 1mmol) in 40 mL of anhydrous DCM, SOCI:
(0.22 mL, 3 mmol) was added dropwise. The resulting solution was allowed to
reflux for 2 h. Afterward, the volatiles were removed by bubbling Ar through the
solution. A solution containing DIPEA (0.42 mL, 1.04 mmol) and 11 (0.23 g, 1
mmol) in 40 mL of anhydrous DCM were subsequently added. The resulting
solution was allowed to reflux overnight. The brown solution was diluted with
water (40 mL), extracted with EtOAc (3x40 mL), and washed with saturated
NaHCOs solution (3x40 mL). The organic layer was dried with MgSOa4 and
filtered. Upon removal of the volatiles, the brown solid residue was purified by
column chromatography on silica gel. Elution with a 5% TEA in DCM and 10%
MeOH in DCM sequentially afforded the separation of a brown band containing
12. The product was dissolved in DCM and washed with water (3x40 mL) to
remove TEA residue from the column. This afforded 0.15 g of 12 (63% yield). *H
NMR (CDCls): 8.57 (dg, 2H), 7.78 (m, 4H), 7.71 (m, 2H), 7.65 (td, 2H), 7.32 (d,
2H), 7.19 (m, 2H), 6.97 (d, 1H), 4.10 (m, 4H), 3.93 (s, 4H), 3.86 (s, 2H), 1.31 (t,
6H) (Figure A18). 13C NMR (CDCls): 166.62, 161.66, 157.94, 148.30 (d, J = 8
Hz), 142.30 (d, J = 16 Hz), 136.99 (d, J = 12 Hz), 132.45 (d, J = 180 Hz), 130.34
(d, J=20Hz), 128.35 (d, J = 16 Hz), 124.57, 122.74 (d, J = 768 Hz), 123.40,

123.13, 122.35, 119.45 (d, J = 60 Hz), 116.91, 62.05 (d, J = 20 Hz), 58.82, 56.42,
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16.30 (d, J = 28 Hz) (Figure A19). HRMS for C3oH33N4OsPH*: predicted m/z =

561.226133, observed = 561.226049 (Figure A20).

Synthesis of (4-(3-((bis(pyridin-2-ylmethyl)amino)methyl)-4-
hydroxybenzamido)phenyl)phosphonic acid (13, L-POsH3)

Compound 13 was synthesized using a modified literature procedure (Scheme
2.6).%° To a solution of 12 (0.05 g, 0.089 mmol) in 4.5 mL of anhydrous CH3CN,
TMSBr (47uL, 0.36 mmol) was added dropwise. The resulting solution was
allowed to reflux for 60 h. The reaction was quenched with 2 mL of MeOH. The
volatiles were removed to yield a brown solid. The solid was recrystallized in
isoproponal to give 18 mg of 13 (42% yield). *H NMR (CDsOD): 8.77 (d, 2H),
8.34 (dt, 2H), 7.96 (d, 2H), 7.90 (m, 3H), 7.80 (m, 4H), 7.69 (dd, 1H), 6.74 (d,
1H), 4.52 (s, 4H), 4.06 (s, 2H) (Figure A21). 13C NMR (CDsOD): 166.40, 159.35,
152.87, 144.15, 143.08, 141.86 (d, J = 12 Hz), 132.23, 131.30 (d, J = 36 Hz),
129.94, 128.44 (d, J =472 Hz), 126.00, 125.58, 125.28, 120.78, 119.90 (d, J =
60 Hz), 114.81, 57.16, 54.32 (Figure A22). HRMS for C26H2sN4OsPNa*: predicted

m/z = 505.163533, observed = 505.163539 (Figure A23).
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Synthesis of tetraethyl 2,2'-bipyridine-4,4’-diyldiphosphonate (14)
Compound 14 was synthesized according to the procedure reported in literature
(Scheme 2.7). 5 To a mixture of tetrakis(triphenylphosphite)Pd (0) (0.55 g, 0.475
mmol), 4,4’-dibromo-2,2’-bipyridine (1.5 g, 4.75 mmol), and triphenylphosphine
(12.5 g, 47.5 mmol), a solution containing diethyl phosphite (1.4 mL, 10.8 mmol)
and TEA (1.5 mL, 10.8 mmol) in 50 mL of toluene was added. The resulting
solution was allowed to reflux for 6 h. The solution was washed with ammonium
hydroxide (3x50 mL), and water (3x50 mL). The organic layer was dried over
MgSOa and filtered. Upon removal of the volatiles, the yellow solid residue was
purified by column chromatography on silica gel. Elution with a 1% MeOH in
DCM and 10% MeOH in DCM sequentially afforded the separation of a colorless
band containing 1.23 g of 14 (61% yield). *H NMR (CDCls): 8.84 (td, 1H), 8.77
(dt, 1H), 7.73 (dd, 1H), 4.20 (m, 4H), 1.37 (t, 6H) (Figure A24). 13C NMR (CDCls):
155.67 (d, J = 48 Hz), 149.58 (d, J = 52 Hz), 138.64 (d, J = 740 Hz), 125.68 (d, J
=36 Hz), 122.84 (d, J = 36), 62.79 (d, J = 24 Hz), 16.37 (d, J = 28 Hz) (Figure

A25).
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Compound 15 was synthesized according to the procedure reported in literature
(Scheme 2.8).5° To a mixture of 2,2'-bipyridine (0.625 g, 4 mmol) and
RuClz-3H20 (0.523 g, 2 mmol), 25 mL of DMF was added. The resulting solution
was allowed to reflux for 3 h. The solution was filtered and the residue was
washed with 20 mL of 30% LiCl solution and recrystallized from ethanol to give
0.182 g of 15 (19% yield). *H NMR (DMSO): 9.91 (d, 2H), 8.61 (d, 2H), 8.47 (d,

2H), 8.04 (t, 2H), 7.73 (t, 2H), 7.63 (t, 2H), 7.44 (d, 2H), 7.09 (t, 2H) (Figure A26).

Compound 16 was synthesized according to the procedure reported in literature
(Scheme 2.8).5° To a mixture of 14 (88 mg, 0.21 mmol) and 15 (100 mg, 0.21

mmol), 8 mL of 1:1 EtOH:H20 was added. The resulting solution was allowed to



reflux overnight. Upon removal of the volatiles, the residue was washed with
diethyl ether to give 155 mg of 16 (81% yield). *H NMR (CDsCN): 8.82 (m, 2H),
8.62 (m, 2H), 8.11 (tt, 2H), 7.93 (m, 1H), 7.71 (m, 2H), 7.63 (m, 1H), 7.43 (m,

2H), 4.20 (m, 4H), 1.34 (t, 6.03) (Figure A27).

Synthesis of [Ru(bpy)2(dpbpy)]Cl2 (17, RuP)

Compound 17 was synthesized according to the procedure reported in literature
(Scheme 2.8).5° To 16 (135 mg, 0.15 mmol) in 9 mL of anhydrous CHsCN,
TMSBr (0.11 mL, 0.61 mmol) was added dropwise. The resulting solution was
allowed to reflux for 48 h. The reaction was quenched by adding 0.3 mL of
MeOH. The resulting orange precipitate was collacted by vacuum filtration and
recrystallized from ethanol to give 95 mg of 17 (82% vyield). *H NMR (D20): 8.59
(d, 1H), 8.36 (d, 2H), 7.87 (tt, 2H), 7.75 (m, 1H), 7.62 (m, 2H), 7.39 (m, 1H), 7.19

(t, 2H) (Figure A28).

Electrocatalytic activity studies by cyclic voltammetry

A CH Instruments 620D potentiostate with a CH Instruments 680 amp booster
was used for all experiments. Each experiment was performed in a standard
three-electrode cell consisting of a glassy carbon working electrode (diameter =
0.3 cm), a platinum auxiliary electrode and a SCE reference electrode.
Tetrabutylammonium hexafluorophosphate (TBAPFs, 0.1 M) was used as the
electrolyte. All electrochemical experiments were performed under an Ar

atmosphere. The working and auxiliary electrodes were polished with alumina
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powder paste (0.05 um) on a cloth-covered polishing pad and then rinsed with
water and acetonitrile before each scan. For the electrocatalytic activity studies,
0.5 mg of crystals of [FeClz(L-NHz2)] or [FeClz(L-NH2)] were dissolved in 5.0 mL
of 0.1 M TBAPFs in CH3CN. Cyclic voltammograms (CVs) were obtained at
different concentrations of trifluoroacetic acid (TFA). TFA was added till the

height of the catalytic wave plateaued.

Preparation of mesoporous thin films of RuP-sensitized TiO2

The samples for UV-vis spectroscopic measurements consist of thin mesoporous
films of Degussa P25 TiO2 nanoparticles. The nanoparticles were doctor-bladed
from aqueous solution on to a glass microscope slide and annealed in a furnace
at 300 °C for 2 h. The resulting slides were sensitized with RuP by soaking in a
0.04 mM solution of RuP in MeOH for 1 h. The resulting sensitized films were

rinsed with MeOH and dried with a stream of Ar before analysis.

Preparation of mesoporous thin films of [FeCl2(L-COOH)]-sensitized TiO2
The TiO:2 slides were sensitized with [FeCl2(L-COOH)] by soaking in a 0.4 mM
solution of [FeCl2(L-COOH)] in DCM for 1 h. The resulting sensitized films were

rinsed with DCM and dried with a stream of Ar before analysis.

Preparation of mesoporous thin films of [FeCl2(L-POsHz)]-sensitized TiO2
The TiOz2 slides were first sensitized with L-POsHz by soaking in a 0.4 mM

solution of L-POsH2in MeOH for 1 h followed by rinsing with MeOH. Thin films
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sensitized with [FeCl2(L-POsH2)] were prepared by soaking the films sensitized
with L-POsHzin a 0.4 mM solution of FeClz-6H20 in MeOH for 1 h. The resulting
sensitized films were rinsed with MeOH and dried with a stream of Ar before
analysis.

Water stability studies by UV-vis spectrophotometry

Films of P25 nanoparticles were highly scattering, and spectra were obtained
with an Agilent Cary 60 UV-vis spectrophotometer in conjunction with an Agilent
Cary 60 Remote Diffuse Reflectance Accessory (DRA). Samples of [FeClz(L-
COOH)]-TiOz2 and [FeCl2(L-PO3H2)]-TiO2 were co-sensitized with RuP by
soaking the films in a 0.04 mM solution of RuP in MeOH for 1 h. The resulting
sensitized films were rinsed with MeOH and dried with a stream of Ar before
recording the spectra. For water stability studies, RuP/[FeCl2(L-COOH)] and
RuP/[FeCl2(L-POsH2)] sensitized TiOz2 thin films were submerged in deionized
water for 1 h. Once removed from the water solution, the slides were rinsed with
additional deionized water and dried under a stream of Ar for 5 min before

recording the spectra.
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Results and Discussion

Catalytic activity study of [FeClz(L-COOH)] and [FeClz2(L-NH2)]

Previously, we have reported [FeClz(L)] as an active catalyst for proton reduction
under aqueous conditions.!! To incorporate the catalyst into a TiO2-based AP
system, we synthesized [FeClz(L-COOH)] (Scheme 2.2) and [FeClz(L-NH2)]
(Scheme 2.3). Before sensitizing TiO2 with the iron complexes, it is of interest to
evaluate their usefulness as electrocatalysts for proton reduction.

Cyclic voltammetry (CV) is a common employed experimental method of
assessing the activity of catalysts for proton reduction. This technique helps
elucidate catalytic mechanisms and show the electrochemical response of a
catalyst upon addition of a weak acid (e.qg. trifluoroacetic acid) as the proton
source. The appearance of an irreversible catalytic wave indicates that the
catalyst is capable of proton reduction.'® The ratio of the current at the top of the
irreversible catalytic wave (ic), and the current at the reversible reduction of the
catalyst in the absence of acid (ip) provides an estimation of catalytic activity. A
large ic/ip, indicates that the catalyst can achieve a high turnover frequency (TOF)

for the electrocatalytic reduction of protons to hydrogen gas.®
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Figure 2.3. Cyclic Voltammograms of [FeClz(L-COOH)] in CH3sCN
solution with 0.1 M TBAPFs at a scan rate of 200 mV/s without acid
added (black) and upon the addition of 11 mM (red), 22 mM (yellow), 33
mM (blue) TFA.

The CVs of [FeCl2(L-COOH)] show a reversible reduction of Fe'' to Fe' at -
0.23 V vs. SCE in the absence of trifluoroacetic acid (TFA). Upon addition of 1.1
mM of TFA, the redox couple shifts to 0.03 V vs. SCE, and an irreversible
catalytic wave occurs at -1.19 V vs. SCE. As increasing amount of TFA is added
to the solution, the current of the catalytic wave increases, resulting a final ic/ip of
5.64 (Figure 2.3).

The ic/ip of [FeCl2(L-COOH)] is lower than that of the parent complex
[FeCl2(L)]. However, the catalytic events of [FeCl2(L-COOH)] and the [FeCl2(L)]
are observed at very similar potential (-1.19 V vs. SCE and -1.17 V vs. SCE). It
must also be noted that the cathodic shift of the Fe3*/Fe?* redox couple upon acid
addition is observed in the CVs of [FeCl2(L)] as well. This indicates that the
oxygen of the phenolate in [FeCl2(L-COOH)] is most likely protonated followed

by the reduction of Fe'' to Fe' and the catalysis event, suggesting a CEEC or a

43



CECE mechanism.!! Therefore, although making the iron complex less active
than [FeClz(L)], functionalizing the ligand with a carboxylate anchoring group

does not affect the potential of the catalytic event or the mechanism of the

catalyst.

Current (uA)
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Figure 2.4. Cyclic Voltammograms of [FeCl>(L-NH2)] in a CH3:CN
solution with 0.1 M TBAPF at a scan rate of 200 mV/s without
acid added (black) and upon the addition of 11 mM (green), 22

mM (blue), 33 mM (red), 44 mM (yellow), 55 mM (purple), 66 mM
(orange) TFA.

The CVs of [FeClz(L-NH2)] show a reversible reduction of Fe''to Fe!' at 0 V
vs. SCE in the absence of TFA. Upon addition of 1.1 mM of TFA, the reversible
reduction shifts to 0.03 V vs. SCE, and an irreversible catalytic wave occurs at -
1.17 V vs. SCE. As increasing amount of TFA is added to the solution, a larger
current enhancement is observed, resulting a final ic/ip of 8.18 (Figure 2.4).

Similar to [FeClz2(L-COOH)], the cathodic shift of the Fe3*/Fe?* redox
couple in the CVs of [FeClz(L-NH2)] suggests a CEEC or a CECE mechanism.

The catalytic event is observed at the same potential as the parent complex

44



[FeClz(L)]. Interestingly, functionalizing the ligand with amine does not affect the

catalytic activity of the complex. The i¢/ip of [FeCl2(L-COOH)] compares favorably

with [FeCl2(L)] that produces i¢/ip = 7.8 under the same experimental condition.

Immobilization of the iron catalyst on TiO2 via a phosphonate anchoring

group
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Scheme 2.9. Attempted syntheses to functionalize the ligand
with phosphonate anchoring group.

After the electrochemical studies establishing both [FeCl2(L-NH2)] and [FeClz(L-
COOH)] as active catalysts for hydrogen evolution, attempts were made to
immobilize the complexes on TiO2 via phosphonate anchoring groups by
coupling L-NH2 and L-COOH to molecular phosphonate linkers (10, 11) (Scheme
2.9). However, the coupling between L-NH2 and 10 failed as only the starting
materials were shown in *H NMR spectrum. The unsuccessful coupling reaction

is most likely a result of quick L-NH2 decomposition. Additionally, the 1° amine

45



might not be nucleophilic enough to attack the acid chloride to initiate the
reaction.

The coupling of L-COOH to 11 successfully yielded ligand L-POsH2 with a
phosphonate anchoring group (Scheme 2.9). However, [FeCl2(L-POsH2)] could
not be synthesized from a direct complexation reaction between L-POsH2 and
FeCls3-H20 because the unprotected phosphonic acid functional group can
chelate to the iron center to form an insoluble polymer. An alternative approach is
to protect the phosphonic acid with ethyl groups before performing complexation
reaction. Although this synthetic route can avoid the formation of polymer, the

following deprotection reaction ultimately leads to decomposition of the iron

complex.
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H 3 OH - H e 0" |
N \ff o [ N-N_ I TN
. o | T
J'Il o CP; ] f] ™~ I ”
o] —o/ OH o

Scheme 2.10. Loading TiO films with [FeClx(L-POsH,)].

A simple solution to this problem is to first immobilize L-PO3sH2 on TiOz,
then complex the ligand to FeCls-H20 on the surface of TiO2 (Scheme 2.10).
Since TiOz can form strong covalent bonds with phosphonic acid, it acts as a
protective group to prevent chelation of phosphonic acid to iron. However, there
are two prerequisites for this procedure: (1) the ligand can complex to FeCls-H20
under air; (2) complexation can take place without the presence of triethylamine
(TEA). The purpose of TEA is to deprotonate the hydroxyl group on the ligand.

But since adsorption of TEA on TiOz2 surface can complicate the analysis of
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[FeClz(L-POsH2)] that has been immobilized on TiOz2, performing the reaction
without TEA is preferred.

8
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Figure 2.5. Cyclic Voltammograms of [FeClx(L)] in a CH3CN solution with 0.1 M TBAPFs
at a scan rate of 200 mV/s without acid added (black) and upon the addition of 11 mM
(blue) TFA. Left: The complex was synthesized under air without TEA. Right: The
complex was synthesized under Ar with TEA.

To prove that [FeClz2(L)] can be synthesized under air in the absence of
TEA, the parent catalyst [FeClz(L)] was synthesized by mixing L and FeClz-H20
in methanol under air (Scheme 2.1). Figure 2.5 Left shows the CVs of the
reaction product. In the absence of TFA, there is a reversible reduction at 0.27 V
vs. SCE. Upon addition of 1.1 M TFA to the solution, the reversible reduction
shifts to 0.02 V vs. SCE, and an irreversible reduction event occurs at -1.19 V vs.
SCE. The potentials of the redox couple and the catalytic events for are
consistent with those of [FeClz(L)] (Figure 2.5 Right). Therefore, [FeClz(L-

POsH2)] can be synthesized on the surface of TiO2 under air without TEA.
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Stability studies of the anchoring groups under aqueous conditions
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Figure 2.6. UV-vis of TiO> thin film (black), and covalently attached RuP
(blue).

Photosensitizer RuP was synthesized by modifying a literature procedure
(Scheme 2.8). A TiO: film was sensitized with RuP and the loading of the
photosensitizer on TiO2 was monitored using UV-vis spectroscopy. While a clean
TiOz2 thin film is white, the RuP-sensitized TiOz2 thin film appears to be orange,
suggesting that the dye-sensitization extends the absorption edge of pure TiO2
from UV to visible-light region.?? The UV/vis spectra of pure and RuP-sensitized
TiOz2 thin films are shown in Figure 2.6. The spectra confirm that the pure
Degussa P25 TiO2 nanoparticles used in this study do not absorb much visible
light as predicted from the 3.2 eV band gap. RuP-sensitized TiO2 exhibits a

strong absorption band from 375 nm to 700 nm with Amax at 450 nm (Figure 2.6)
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Figure 2.7. Left: UV-vis of TiO; thin film (black) with [FeClx(L)] (red), and covalently
attached [FeClz(L-COOH)] (blue). Right: UV/VIS of TiO; thin film (black) co-sensitized
with RuP and [FeCl,(L-COOH)] before exposure to water (red), and after exposure to
water (blue).

that corresponds to the metal-to-ligand charge transfer (MLCT) transition. The
absorption wavelength is consistent with that reported previously.>?

TiOz2 films were sensitized with [FeClz(L-COOH)] in dichloromethane
(DCM) and catalyst loading was monitored using UV-vis spectroscopy. The UV-
vis spectrum is compared to the spectrum of a TiOz film incubated in DCM
containing the parent complex [FeClz(L)]. As shown in Figure 2.7 Left, [FeCl2(L-
COOH)]-sensitized TiOz2 film exhibits a broad absorption band from 425 nm to
750 nm with Amax at 605 nm. In contrast, the spectrum of the TiOz2 film in
[FeCl2(L)] solution has almost no absorption in the visible light region. This
suggests that the carboxyl functional group can covalently immobilize the catalyst
on TiO2 under non-aqueous condition.

To assess the stability of the covalent attachment between the carboxylate

anchoring group and TiO2 under aqueous condition, we co-sensitized a TiOz film
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with RuP and [FeCl2(L-COOH)], then incubated the film in deionized water for 1
h. Figure 2.7 Right shows the UV-vis spectra of the co-sensitized TiOz film before
and after exposure to water. Before exposure to water, the TiOz2 film exhibits two
absorption band with Amax at 450 nm (RuP) and 605 nm ([FeCl2(L-COOH)]). After
incubation in water, a large decrease in the absorbance at 605 nm is observed
for [FeCl2(L-COOH)] attached through the carboxylic acid. This decrease in
absorbance indicates a significant desorption of [FeCl2(L-COOH)] from the TiO2
surface, suggesting a hydrolysis of the covalent bond between the carboxylic

acid and TiO2 under aqueous condition.
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Figure 2.8. Left: UV-vis of TiO- thin film (black) with FeCO3I3-H20 (red), and covalently
attached [FeCl,(L-POsH2)] (blue). Right: UV-vis of TiO; thin film (black) co-sensitized
with RuP and [FeClz(L-POsH>)] before exposure to water (red), and after exposure to
water (blue).

A TiOz2 films was sensitized with [FeClz(L-POsH2)] using the method
established in the previous section. The loading of the catalyst was monitored
using UV-vis spectroscopy. The UV-vis spectrum is compared to the spectrum of
a TiOz2 film incubated in methanol containing FeCls-H20. As shown in Figure 2.8

Left, [FeCl2(L-POsHz)]-sensitized TiOz2 film exhibits a broad absorption band from
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440 nm to 800 nm with Amax at 575 nm. In contrast, the spectrum of the TiO2 film
in FeCls-H20 solution has almost no absorption in the visible light region. This
suggests that the L-POsH2 has been successfully complexed to FeCls-H20 on
the surface of TiO2.

To assess the stability of the covalent attachment between the
phosphonate anchoring group and TiO2 under aqueous condition, we co-
sensitized a TiOz2 film with RuP and [FeCl2(L-POsH2)], then incubated the film in
deionized water for 1 h. Figure 2.8 Right shows the UV-vis spectra of the co-
sensitized TiOz film before and after exposure to water. Before exposure to
water, the TiO2 film exhibits two absorption band with Amax at 450 nm (RuP) and
575 nm ([FeCl2(L-POsHz)]). After incubation in water, only a small decrease in
the absorbance at 575 nm is observed for [FeClz(L-POsH2)] immobilized via
phosphonic acid. In comparison to carboxylic acid anchor (Figure 2.6), it is
apparent that the bonding between the phosphonate anchor of [FeClz(L-POsH2)]

and TiO2 is more stable under aqueous condition.
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Conclusion

The electrochemistry results of [FeCl2(L-COOH)] and [FeCl2(L-NH2)], and the
UV-vis studies of TiOz thin films sensitized with RuP, [FeCl2(L-COOH)], and
[FeClz(L-POsH2)] are presented. Electrochemical studies established that
[FeCl2(L-COOH)] has an i¢/ip of 5.64, and [FeCl2(L-NHz)] has an ic/i, of 8.18. The
two iron complexes are therefore both catalytically active for hydrogen
generation. However, the attempts to couple [FeCl2(L-NH2)] to the phosphonate
molecular linker failed. Thus, [FeClz(L-POsH2)] was synthesized by coupling
[FeCl2(L-COOH)] and the molecular phosphonate linker 11. UV-vis study of TiO2
thin film co-sensitized with RuP and [FeCl2(L-COOH)] shows that the
carboxylate anchoring group undergoes considerable hydrolysis after exposure
to water. In contrast, the phosphonate anchoring group of [FeClz2(L-POsH2)]
exhibits robust attachment under aqueous conditions. Since the hydrogen
evolution experiments are carried out in aqueous environment, [FeClz2(L-POsHz)]

is a more suitable catalyst for the TiO2-based photocatalytic system.
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Figure Al. 'H NMR spectrum of 1 with integrations in blue.
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FigureA2. 13C NMR spectrum of 1.
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Sample name: WRMO01

Exact mass of C19H18CIN3OFe* = 395.048233 m/z
Exact mass observed = 395.048640 m/z
Difference =< 1.0 ppm
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Figure A3. High-resolution mass spectrum of 2 in 1:1 THF:MeOH w/ NaCl. The
expected molecular ions were observed with a difference of less than 1 ppm.
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Figure A4.1H NMR spectrum of 3 with integrations in blue.
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Figure A6. IH NMR spectrum of 4 with integrations in blue.
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Figure A7. 13C NMR spectrum of 4.

Sample Name: WRMO013

Exact Mass of C20H19N3OsNa* = 372.131863 u
Observed Mass = 372.131849 u
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Figure A8. High-resolution mass spectrum of 4 in 1:1 THF:MeOH w/ NaCl. The
expected molecular ions were observed with a difference of less than 1 ppm.
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Sample name: WZ 01
Exact mass of Ci19H19N4OCl2FeNa* = 468.017755 m/z
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Figure A12. High-resolution mass spectrum of 8 in 1:1 THF:MeOH w/ NaCl. The
expected molecular ions were observed.
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Exact mass of CaoH33N4OsPH* = 229.09 m/z
Exact mass observed = 229.2 m/z
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Figure A17. GC-MS spectrum of 11 in chloroform. The expected molecular ions

were observed.
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Figure A19.3C NMR spectrum of 12.
Sample name: WZ 05
Exact mass of CzoH33N4OsPH* = 561.226133 m/z
Exact mass observed = 561.226049 m/z
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Figure A20. High-resolution mass spectrum of 12 in 1:1 THF:MeOH w/ NacCl.
The expected molecular ions were observed with a difference of less than 1 ppm.
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Figure A22. 13C NMR spectrum of 13.
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Sample name: WZ 06

Exact mass of C2sH2sN4OsPNa* = 505.163533 m/z
Exact mass observed = 505.163539 m/z
Difference =< 1.0 ppm
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Figure A23. High-resolution mass spectrum of 13 in 1:1 THF:MeOH w/ NaCl.
The expected molecular ions were observed with a difference of less than 1 ppm.
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Figure A24.'H NMR spectrum of 14 with integrations in blue.

66



Re T& R FAa |F
g8 =% £8 ha sE 28 b4
Vo T 9T W v

T T T T T T T T T T T
160 150 140 130 120 110 100 ?3 P 3 0o 0 (2] 50 40 0 20
g

Figure A25. 13C NMR spectrum of 14.

|I|I I[- I||||

| I |
— [}
2 = 3 3 s 8 s =
— o o o o o ~— o
L e e LN e e S e e e S S T T T T
10.1 a9 9.8 9.7 a6 a5 ) a3 .2 a1 80 89 8e 8.7 5’16[ 8.§ 84 a3 82 &1 8.0 79 7.8 7 7.6 7.5 74 7.3 72 7.1 7.0 6.9
)

Figure A26. 'H NMR spectrum of 15 with integrations in blue.
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Figure A27. 'H NMR spectrum of 16 with integrations in blue.
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Figure A28. 'H NMR spectrum of 17 with integration in blue.

68

T EEEEEEE.




Chapter 3 Photocatalytic Hydrogen Evolution from Water with the Iron

Polypyridyl Catalyst on a Dye-Sensitized TiO2 Nanoparticle

Introduction

Artificial Photosynthesis (AP) focuses on finding a way to harness solar energy to
generate a chemical fuel.! Semiconducting materials, in particular TiO2, are
extensively studied as photocatalysts for AP due to relatively low cost and
widespread use as an efficient charge-separating support.? In order to achieve
efficient hydrogen production, TiO2 nanoparticles need to be functionalized with a
proton reducing catalyst to lower the overpotential of hydrogen evolution.® While
many first-row transition metal complexes have been reported to reduce protons
electrocatalytically, few metal complexes have been investigated in a TiO2-based
photocatalytic system.

An effective means of testing the photocatalytic activity of the proton
reduction catalyst involves incorporating the catalyst into a dye-sensitized TiO2
nanoparticle. It was proposed that a catalyst/dye co-sensitized TiO2 nanoparticle
can operate by the following mechanism?: RuP (dye) absorbs visible light energy
upon irradiation. The excited photosensitizer ejects electrons into the conduction
band (CB) of TiO2. Electrons are then transferred to the catalyst covalently
attached to TiOz2, which drives the evolution of hydrogen. The redox cycle is
completed by oxidation of the sacrificial electron donor triethanolamine (TEOA)
and recovery of oxidized RuP (Figure 3.1). The feasibility of each step is
determined by the excited state reduction potential of the photosensitizer, the CB

of TiOz, and the reduction potential for proton reduction.*
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Figure 3.1. Schematic representation of photocatalytic
hydrogen evolution with [FeClz(L-P)]/RuP sensitized TiO-.

Previously, we reported an iron polypyridyl complex [FeCl2(L)] that
produces hydrogen electrocatalytically in pure aqueous solution at pH 3-5, with
an overpotential of 800 mV.> [FeClz(L)] also generates hydrogen
photocatalytically from aqueous solvent in a homogeneous system consisting of
a fluorescein photosensitizer, [FeClz(L)], and TEA as the sacrificial electron
donor. Because of the high catalytic activity and stability of [FeCl2(L)] in aqueous
environment, it was of interest to incorporate the catalyst into a dye-sensitized
TiO2 nanoparticle for photocatalytic hydrogen evolution.

The key requirement for the TiO2-based photocatalytic system to work is
that the catalyst [FeCl2(L)] is covalently adsorbed to TiO2.? In the previous
chapter, L-PO3H2 was successfully synthesized, allowing immobilization of the
catalyst [FeCl2(L-POsHz)] on the TiO2 surface via a phosphonic acid anchoring

group. The work presented in this chapter continues the investigation of
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[FeClz(L-POsH2)] as a catalyst in a system employing TiO2 semiconducting
material for photocatalytic hydrogen evolution. The adsorption of [FeCl2(L-
POsH2)] to TiO2 nanoparticles was quantified by UV-vis spectroscopy.
Photocatalytic activity of the [FeClz(L-POsH2)]/RuP sensitized TiO2 nanoparticles
were investigated preliminarily for the feasibility of hydrogen evolution. The goal
of this research is to develop a cost-effective iron complex as a hydrogen
evolution catalyst on TiO2, and ultimately allow for the preparation of a low-cost

hydrogen evolving cathode in a photoelectrochemical water splitting cell.
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Experimental Procedure

Sample preparation and experimental procedures are described below. All
reagents not specifically mentioned were purchased from Acros Organics or
Fisher Scientific without further purification. The Degussa P25 TiO2 nanopatrticles
are 25 nm in diameter and are 70% anatase and 30% rutile. Triethanolamine
(TEOA), triethylamine (TEA) and ascorbic acid (AA) stock solutions (0.10 M
each) were titrated with 1 M HCI or NaOH to pH 7 at 25 °C. L-POsH2, RuP and

[FeClz(L)] were synthesized as described previously.

Instrumentation

'H and '3C spectra were obtained using an Agilent 400MR DD2 spectrometer
operating in the pulse Fourier transform mode. Chemical shifts are reported in
ppm with the residual protio solvent as an internal reference. UV-vis spectra were
recorded on a Cary 60 UV-vis spectrophotometer using samples dissolved in
methanol. GC analysis was recorded on a Bruker Scion 436 gas chromatograph.

pH readings were recorded using a Vernier LabQuest2 pH sensor.

Determine the molar extinction coefficient (€) of L-POsH2

L-POsH: solutions in methanol at concentrations of 8x10° M, 1.4x10° M, 2.0x10
5M, 2.6x10°M, and 3.2x10° M were prepared. UV-vis spectra of the L-PO3zH>
solutions in a 1 cm cuvette were recorded on a Cary 60 UV-vis
spectrophotometer. The spectrum of pure methanol (background) was subtracted

from the spectra of the L-PO3sH2 solutions. Beer-Lambert Law is determined by
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the following equation, where A is absorbance, ¢ is molar extinction coefficient, |

is cell path length (cm) and c is the concentration of the L-POsH2 solution (M).
A=¢lc (3.1)

The absorbance of L-POsH2 solutions at 295 nm was plotted against the

concentration. € was determined by calculating the slope of the best-fit line. UV-

vis spectra and calculations of € are included in the text.

Adsorption of L-P to TiOz nanoparticles

L-POsH2 (0.1 pmol in 0.125 mL methanol) was added to a stirred dispersion of
TiO2 (5 mg in 0.375 mL methanol). The mixture was left stirring for 1 h and
centrifuged at 13.4 rpm for 15 min. The clear supernatant was then analyzed by
UV-vis spectrophotometry. The amount of L-POsH2 adsorbed to TiO2 was
quantified by the absorbance difference of the supernatant at 295 nm before and

after exposure to TiO2 nanopatrticles.

Assembly of photocatalytic hydrogen production particles

FeClz-H20 (0.1 umol in 0.1 mL methanol) was added to a stirred dispersion of
TiO2 sensitized with L-POsH2 (5 mg in 3.9 mL methanol). The mixture was left
stirring for 1 h, and was subsequently and rinsed with methanol for 5 times. After
the last rinse, RuP (0.1 pmol in 0.1 mL methanol) was added to the stirred
mixture of [FeClz2(L-POsH2)] sensitized TiO2 nanoparticles (5 mg in 3.9 mL
methanol). The mixture was left stirring for 1h, and was subsequently

centrifuged, rinsed with methanol for 5 times. The TiO2 nanopatrticles co-
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sensitized with [FeCl2(L-POsH2)] and RuP were dried in air, and Al foil protected
the nanopatrticles from light.

GC calibration

Two 500 mL round bottom flasks were filled with CH4 and Hz gas respectively,
and sealed with septa secured with copper wire. A sample was then prepared in
a test tube containing a solution of 2.0 mL of acetonitrile and 2.0 mL of DI water.
The sample was sealed with a rubber septum, secured with copper wire, and
degassed under Ar for approximately 15 minutes. A 10.0 mL Hamilton gastight
syringe was then used to remove 1.0 mL of headspace gas from the test tube
and 1.0 mL of CH4 was added as an internal standard. Various amounts of Hz
gas, ranging from 10 pL to 500 uL, were then added to the test tube. Gas
samples of 100 uL each were injected into a GC to determine the ratio of peak
areas of H2 to CH4. The peak area ratios were then plotted versus the volume of
H2. The slope of the linear trend of the data was used to calculate the volume of

H2 generated from hydrogen evolution studies (Figure 3.2).
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Figure 3.3. Calibration curve of H, to CH4 peak areas used for determination
of hydrogen generation. The ratio of peak areas was plotted against the
volume of H; injected into the GC.

Photocatalytic hydrogen evolution

All hydrogen evolution studies were conducted by preparing 16.0 mm x 125.0
mm glass test tubes with 5 mg of [FeClz(L-POsH2)] /RuP co-sensitized TiO2
nanoparticles and 4 mL of stock solution of electron sacrificial donor in DI water
(0.1 M) with a micro-stir bar, unless noted otherwise. Test tubes were sealed with
septa, secured with copper wire, and shielded from light with Al foil. The test
tubes were degassed for 15 min under Ar. 1.0 mL of gas from the headspace of
each test tube was the removed using a 10.0 mL Hamilton gastight syringe, and
1.0 mL of CHa4 gas was added to each cell as an internal standard. The test tubes
were inserted into a custom-built holder attached to a small motor that spins
samples at 3 revolutions/min above a stir plate, and irradiated in a green LED

apparatus (A = 520 nm, P = 0.12 W). LEDs of this wavelength were selected
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because a broad range of photosensitizers can absorb light energy at 520 nm. A
fan cooled the assembly to maintain 22°C in the apparatus during the
experiment. Hydrogen generation was measured using GC analysis by removing
a sample of 100 pL of gas from the headspace of each test tube. For the control
experiments, hydrogen evolution studies were performed with the absence of

either TiOz, L-POsH2, FeCls, or TEOA (sacrificial donor). See Table 3.1.
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Results and Discussions

Quantify the adsorption of L-POsH2 to TiO2 nanoparticles
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Figure 3.4. Left: UV-vis spectrum of L-POz3H2 solution in methanol at concentrations
of 8x1076 (black), 1.4x10° (blue), 2.0x10% (red), 2.6x105 (green), 3.2x10° (yellow).
Right: Absorption at 295 nm vs. concentration of L-POzHo.

The UV-vis spectrum of L-POsH2 solution in methanol shows absorption at A =
205 nm (1r-11* transition) and A = 295 nm (1T-11* transition) (Figure 3.3 Left). The
maximum visible absorbance at A = 295 nm was plotted against the
concentrations of the L-POsH2 solution respectively. According to the Beer-
Lambert Law, the fraction of the light absorbed by each layer of solution is the
same. Therefore, the plot of absorbance against concentration should exhibit a
linear trend. The slope of the best-fit line was used to determine the molar
extinction coefficient (¢) of L-POsH2 (Figure 3.3 Right).

€=1.57 x 10 L mol* cm?
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Figure 3.5. UV-vis spectrum of L-POsH2 (2.5x10° M) (in the
absence of TiOy; black) and the supernatant after stirring with TiO»
(5 mg in 4 mL of MeOH) for 1 h following centrifugation (blue).

The adsorption of L-POsH2 to TiO2 nanoparticles was quantified by the UV-
vis absorption at A = 295 nm. Figure 3.4 shows the UV-vis spectrum of L-PO3sH:2
(0.1 pmol) in the absence of TiO2 and after stirring with TiO2 (5 mg). After stirring
with TiOz2, the absorbance at 295 nm decreases by 83.5%. Therefore, the
phosphonate linkers allowed for the adsorption of approximately 83.5% of 0.1
pmol L-POsH2 on TiO2 nanopatrticles. In the photochemical experiments, it was
assumed that 100% of the L-POzH: attached to TiO2 nanopatrticles reacted with
FeCls to form [FeClz(L-POsH2)]. The phosphonate anchor of RuP allow for the

guantitative attachment (> 95%) of the photosensitizer to TiO2 nanoparticles.®
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Photocatalytic hydrogen evolution with [FeClz(L-POsH2)]/RuP sensitized
TiO2

In order to determine the most suitable sacrificial electron donor for the
photochemical system, visible-light driven hydrogen evolution was obtained with
a loading of 0.1 pmol of [FeCl2(L-POsH2)] and 0.1 umol of RuP on 5 mg
Degussa P25 TiOz2 in TEOA, TEA or AA solution in water (4 mL, 0.1 M) at pH 7
(Table 3.1). The experiments with TEA and AA only generated negligible
amounts of hydrogen. Therefore, TEOA was used for the rest of the standard
experiments and control experiments.

The standard conditions for visible-light driven hydrogen evolution was
obtained with a loading of 0.1 pmol of [FeCl2(L-POsH2)] and 0.1 pmol of RuP on
5 mg Degussa P25 TiO2 in TEOA solution in water (4 mL, 0.1 M) at pH 7 (Table
3.1). The photocatalytic system generated 130 pL hydrogen gas in 22 h. This
corresponds to a turnover number (TON) of 70 mol Hz (mol [FeClz2(L-POzHz2)])™.

In the absence of TEOA, TiOz, or FeCls, only negligible amounts of
hydrogen were detected (Table 3.1). In addition, no hydrogen evolution was
observed when both L-PO3sH2 and TiO2 were absent. This control experiment
demonstrates that RuP does not promote evolution of hydrogen from FeCls
nanoparticles although other workers have reported hydrogen generation from
FeClz nanoparticles in unrelated systems. In the absence of FeCls, the system
generated a modest amount of hydrogen. This is most likely because L-PO3H:2
reacted with FeCls impurities and formed the catalyst [FeCl2(L-POsH2)] during

sample preparation.
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Table 3.1. Photocatalytic Hydrogen Evolution with [FeCl,(L-PO5H,)] and RuP attached to TiO, Nanoparticles at pH 7

# Catalytic Nanoparticle System Experimental Conditions H, (uL) TON

Standard system- electron transfer from RuP to [FeCl,(L-PO;H,)]  TEOA, visible light
1 [FeCly(L-PO3H,)] (0.1 pmol), RuP (0.1 pmol), TiO, (5 mg) 130 70

Sacrificial donor variation

2 [FeCL(L-PO;H,)] (0.1 umol), RuP (0.1 pmol), TiO, (5 mg) TEOA, visible light 7 4
3 [FeCL(L-PO;H,)] (0.1 umol), RuP (0.1 pmol), TiO, (5 mg) TEA, visible light 0.2 0.1
4 [FeCly(L-PO;H,)] (0.1 pmol), RuP (0.1 pmol), TiO, (5 mg) AA, visible light - -

Control Experiments

5 no L-PO3H,, FeCl; (0.1 pmol), RuP (0.1 pumol), no TiO, TEOA, visible light -— -—
6 no L-PO;H,, FeCl; (0.1 umol), RuP (0.1 pmol), TiO, (5 mg) TEOA, visible light 6 3
7 L-PO;H, (0.1 pmol), no FeCl;, RuP (0.1 pmol), TiO, (5 mg) TEOA, visible light 49 26
8 [FeClL(L-PO;H,)] (0.1 umol), RuP (0.1 umol), TiO, (5 mg) no TEOA, visible light -—- ---
9 [FeCl(L)] (0.1 umol), RuP (0.1 umol), no TiO, * TEOA, visible light - -

(a) The parent complex [FeCl,(L)] was used because pure [FeCl,(L-PO;H,)] could not be isolated
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Conclusion

The work in this chapter establishes a standardized procedure for sensitized TiO2
nanoparticle preparation and heterogeneous photochemical experiments. The
molar extinction coefficient of L-POsH: is determined to be 1.57 x 10* L molt cm-
1, and 83.5% of L-POzH2 (0.1 umol) can be adsorbed onto TiO2 nanoparticles (5
mgq) after stirring for 1 h. In the preliminary photochemical experiments. TEOA is
established as the most suitable sacrificial electron donor for the TiO2-based
photocatalytic system. [FeCl2(L-POsH2)]/RuP sensitized TiO2 nanopatrticles
evolve hydrogen with a TON of 70 under standard condition (Table 3.1). This
promising result shows that [FeCl2(L-POsHz)] is very likely an active catalyst for
TiO2-based photocatalytic hydrogen evolution. While future research is need to
determine the optimum conditions for visible-light driven hydrogen evolution, the
work presented in this thesis demonstrates that the incorporation of an earth-
abundant iron catalyst onto TiOz2 is a promising method toward developing a

practical device for AP.
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